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Figure S3: Cell  shape metrics  for  hBMSCs  cultured  on NF,  SC, MOD NF,  and MOD  SC  scaffolds.  Cell  shape 

metrics  determined  by  analyzing  snake  outlines  of  maximum  x‐projections  of  confocal  Z‐stack  images. 

Statistical differences analyzed using 1‐way ANOVA with Tukey’s multiple comparisons post test. (* p < 0.05, 

** p < 0.01, *** p < 0.001) (n > 35). 


